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Summary of Results:
No. Test Item Test Method Result Conclusion
JIS G 3312:2024 Section
1 Pencil Hardness 14.2.5 and client’s See result /
requirement
Note: Pass : Meet the requirements;
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Fail : Does not meet the requirements;

/ : Not Apply to the judgment.
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1. Test Iltem: Pencil Hardness
Sample Description: B-Coating metal panel,C-Coating metal panel

Test Method: JIS G 3312:2024 Section 14.2.5 and client’s requirement

Test Condition:
Test Pencil: Mitsubishi® Uni
Load: 1000 g

Lab Environmental Condition: (23 +2) °C, (50 +5) %RH
Test Result:

Sample Pencil Hardness
B H
C H

Note:

1.In Mitsubishi® Uni test pencil, 9H is the hardest and 6B is the softest.
6B-5B-4B-3B-2B-B-HB-H-2H-3H-4H-5H-6H-7H-8H-9H
SOREr e e s e e e S —harder

2. The sample was tested after removing the protective film.

Unless otherwise agreed in writing, this document is quad hy the Complnr subject to its General Conditions of Service printed

overleaf, available on request or accessible at httgp wa n/Ti and-Conditions.aspx and, for oloctmnic format documunll
subject to Terms and Conditions for Electronic Dc -. a mrmmmnmm* -ondition l 3-Documen X.
Attention is drawn to the limitation of liability, indamniﬂcatlnn and Jurisdiction issues defined therein. Any ur of this document Is

advised that information contained hereon reflects the Company's findings at the time of its intervention unl and within the limits of
Client’s instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
o0 b0 25 B 20 : except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or
% F 4 3 appearance of this document is unlawful and offenders may .dprotmtod to the fullest extent of the law. Unless otherwise stated the

‘:‘?v lmpection & Testing Services =7 results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.
‘ Xy Attention:To check the authenticity of testing / inspection report & certificate, please contact us at telephone:(86-755) 8307

1443, or email: CN.Doccheck@@sgs.com

”ﬂ “rdb' aDOraiNY E - X0 - BREAFEEHEHB0SC-13HF  B&: 300457 t (86-22) 59995319 f (86-22) 59995335 e sgs.china@sgs.com

) 0o L _]&mms,mw.mmnm.mm.mm t (86-22) 59995319 f (86-22) 59995335  www.sgsgroup.com.cn

Member of the SGS Group (SGS SA)



Test Photo:

TEST REPORT

No. : TJMR251100684802
Date: Nov 24, 2025
Page: 4 of 6

Before Test-Sample B

After Test-Sample B

After Test-Sample B-Local part
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After Test-Sample C After Test-Sample C-Local part

Unless otherwise agreed in writing, this dncumnt is issued by the Company subject to Itt Ganml Conditions of Service printed

overieaf, available on request or accessible at http l...hl igs.com/en/Term d-Conditions.aspx and, forﬂmonicformﬂdmmnu.
subject to Terms and Conditions for Electronic Document hitp:/fwww.8gs.CC u f".lm 'T" nd-Conditions/Term u cumer
Attention is drawn to the limitation of liability, indmniﬂc:tlon and ju isdict! ned therein. Any hold

ocumen
advised that information contained hereon reflects the Company’s findings Il iho tlm of its intervention onl lnd wtthln lho limits nf
Client's instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a

transaction from exercising all their hts and obl s under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, or falsification of the content or
appearance of this document is unlawful and offenders may bo ted to the fullest extent of the law. Unless otherwise stated the

results shown in this test report refer only to the sample(s) telt and such sample(s) are retained for 30 days only.
Attention:To check the authenticity of testing / inspection report & certificate, please contact us at telephone:(86-755) 8307
1443, or email: CN.Doccheck@sgs.com

-} (o5 | Building C-13, No.80, Haiyun Avenue, TEDA, Tianjin, China 300457 t (86-22) 59995319 f (86-22) 59995335  www.sgsgroup.com.cn
- XR - SREAFRENEMOSC19TH  BR: 200457t (86-22) 59995319  f (86-22) 59995335 e sgs.china@sgs.com

Member of the SGS Group (SGS SA)




TEST REPORT

No. : TJMR251100684802
Date: Nov 24, 2025
Page: 6 of 6

Equipment Information:

Equipment Name Model Equipment No. Calibration date

Next Calibration
date

Combined Pencil

Hardness Tester

BGD 505 POL-308 2025-11-12 2026-11-11

Appendix information:

*The test report shall only be used for client scientific research, teaching, internal quality control, product

research and development, etc. and just for client internal reference.
kkhkkhikkk End Of repontt******
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